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L. Research at Schwéfelsasure und Aetznatropuverk, VEB (Sulpburic Acid énd Gauatic
Works), Kuenobritz usbsr Riess, Melssnerstrvease 59, wac directed by Dr. (fmm)
Relssr, This research was under the Jurisdiction of and coordinsted with the
VY3 der anorganische-chemischen Industrie and the Staatasekretariat fuer
Choniz, Steins, und Srden. : S o
2o Among the rsssarch snd developmen® tasks sssignsd 4o this crganization for
1953 were invesbtigations of magnesium sulphate roasting tecaniques, cbtaining !
of sulphur by replacement in alksli-earth sulphates and the production of
wagnesium caxides suitsble for ceramics and vefractories, ’ 3
¥, Ope project concerned ths production of nitrogea oxides from alr. i‘bés i ‘ ;
included ths examination of kuown suggested methods and the developrent of ;
2 suitable method for the manufaciure of nitric Oxide by thermal nssusg :
performence of work on n pilot scule; description of method and developaant
of the bases for a semi-technical insisllation. The methods involving the
pre-heating of the gasecus mixture, utilizing woderate pressures to reduce
ths volumes of the heated guses, apd the freezing of the resulting nitrogen=
oxygen/nitric oxide equilibrium mixture through gquenching ou preé-cooled
solid surfaces (Kelting, Wiscopsin and other methods) were included. The
appropriation for this work was 75,000 IME ocut of a total of 262,000 DMS i
assigned to this organization for grojscta undsr the "methods inveatirstion® !
estegory.
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